
INGREDIENTS & TOOLS: MAKING PROCEDURE:

THIS IS A VARIATION ON:

Scan QR code for source recipe www.amsterdamuas.com

K O M B U C H A  L E A T H E R

Maker :  LOES  BOGERS  1-8  Ju ly  2020

B A C T E R I A L  C E L L U L O S E

R E N E W A B L E  -  V E G A N  -  C O M P O S T A B L E
M A D E  O F  B Y - P R O D U C T  O R  W A S T E

Bacter ia l  leather  by  var ious  authors 

( see  l ink  at  QR  code) .  Changes  made: 

exact ly  as  source  rec ipe ,  just  us ing 

a  th icker  SCOBY pe l l i c le ,  for  more 

leather l i ke  resu l t . 

•    1  SCOBY  Pe l l i c le  (7 -12mm th ick ) , 

g rown on  sugar  so lut ion  and  beer

•    1  par t  coconut  o i l

•    1  par t  mel ted  beeswax

Too ls :  a  f l at  sur face  for  dr y ing ,  soap , 

k i tchen  towels ,  pot ,  g lass  ja r,  spoon

•    Take  the  pe l l i c le  out  o f  the  l iqu id

•    Wash  in  soapy  co ld  water,  r inse

•    Dr y  w i th  a  k i tchen  towel . 

•    P lace  the  pe l l i c le  on  the  sur face

•    Mel t  beeswax  au  ba in  mar ie ,  take 

a  tbsp  o f  i t  and  mix  we l l  w i th 

coconut  o i l .  App ly  to  the  moist 

pe l l i c le  for  smooth  resu l t s . 

•    Let  i t  dr y  (near  an  open  window)

•    When the  top  i s  dr y  (a f ter  a  few 

days ) ,  turn  the  pe l l i c le  around 

to  t reat  the  other  s ide .  Let  dr y. 

Su i tab le  for  home-compost ing .

KOMBUCHA LEATHER

BACTERIAL CELLULOSE


