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G E L A T I N  -  B A S E D

R E N E W A B L E ,  R E U S A B L E

Ge lat in  Foam by  Margaret  Dunne .
Var iat ion :  adapted  for  la rge  vo lumes . 

Add ing  ant ibacter ia l  soap  seems  to 

he lp  to  avo id  funga l  g rowth  in  the 

dr y ing  process .  Be  sure  not  to  whisk 

the  l iqu id  or  i t  w i l l  turn  into  foam.

•    Ge lat in  powder   -  200  gram

•   G lycer in  -  120  gram

•   Water  -  900  ml

•    Ant ibacter ia l  d i sh  soap  -  100  ml

Too ls :  pot ,  stove ,  sca le ,  spoon,  b owl .

•    Measure  the  ingred ients

•    Heat  the  water,  add  the  ge lat in 

and  g lycer in .  S immer  at  60 

degrees  unt i l  th ick

•    Add  the  soap

•    Cast  into  mold

•    Dr y

Can  be  reused  by  reheat ing  and 

recast ing .  Compostab le  but  not 

su i tab le  for  home compost ing  due 

to  ge lat ine  (=  an imal  contents )
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