
INGREDIENTS & TOOLS: MAKING PROCEDURE:

THIS IS A VARIATION ON:

Scan QR code for source recipe www.amsterdamuas.com

B I O F O A M

Maker :  LOES  BOGERS  -  15-04-2020

G E L A T I N E  -  B A S E D

R E N E W A B L E  -  ( C O M P O S T A B L E )
R E U S A B L E

B io foam and  B iores in by  Cec i l i a 

Raspant i ,  and  Margaret  Dunne. 

Var iat ion :  Th is  i s  the  b iores in  rec ipe 

wi th  d i shwash ing  soap  added for  hard 

foam.  Enough  for  mul t ip le  shapes .

•    Ge lat ine  powder  -  50  g

•    G lycer ine  -  10  g

•    Water  -  250  g /ml

•    D i shwash ing  soap  -  0 .5  t sp

Too ls :  cooker,  pot ,  sca le ,  spoons , 

wh isk ,  mold  (here :  eg g  ho lders )

•    Br ing  water  to  the  bo i l

•    Add  g lycer ine  and  ge lat ine

•    S immer  at  80  Ce lc ius  unt i l  th ick

•    Whisk  in  the  soap  and  mix  for 

a  minute

•    Cast  into  the  mold

•    Let  dr y  overn ight ,  re lease  f rom 

mold  af ter  1  days . 

•    Tr im.  Then  a i rdr y  unt i l  d r y.

Ge lat ine-based  p last i cs  can  be  re-

used  by  mel t ing  and  recast ing .  The 

foam wi l l  remain  in  weaker  form. 

Not  su i tab le  for  home compost ing . 

BIOFOAM

GELATINE-BASED


